\A\’WESTQCA' Table 1. Fibre test results from GRannie yearling ewes in August 2021.
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Animal Fibre Standard | Coefficient |Coarse Edge Comfort Spinning | Curvature Staple
1D Diameter | Deviation pf Variatiol Micron Factor Fineness Length
(microns) | (microns) (%) (microns) (%) (microns) [(degrees/mm (mm)
11H 18.55 2.83 15.30 5.4 100.0 17.3 96.1 90
18H 18.78 3.50 18.60 6.7 99.8 17.9 107.7 85
25H 18.61 2.99 16.10 5.7 99.9 17.4 99.9 90
30H 19.80 4.11 20.80 7.8 99.7 19.2 86.0 105
40H 21.56 4.13 19.20 7.9 96.9 20.7 97.2 85
52H 19.28 4.11 21.30 8.1 98.9 18.8 97.3 80
55H 17.48 3.44 19.70 6.7 100.0 16.8 121.1 70
65H 18.34 3.58 19.50 7.1 99.4 17.6 115.3 80
66H 19.48 3.71 19.00 6.5 99.5 18.7 96.3 90
70H 18.70 3.58 19.10 6.8 99.8 17.9 107.6 80
85H 20.01 3.54 17.70 6.7 99.6 19.0 95.8 70
96H 18.60 3.14 16.90 5.9 99.8 17.5 110.5 90
107H 19.79 3.19 16.10 5.1 99.3 18.5 98.2 85
112H 19.15 3.71 19.40 7.6 99.7 18.4 93.8 70
Average 19.15 3.54 18.48 6.7 99.5 18.3 101.6 83.6

Fibre diameter: the average diameter of a single wool fibre, measured in microns (one millionth of a metre). Fibre
diameter is the single most important trait for commercial processing and is highly heritable.
Standard deviation: An indication of the variation between fibres in a sample. One standard deviation is how far on
either side of the average fibre diameter of a sample you have to go to include 2/3 of the fibres in the sample.
Coefficient of Variation (CVD): Another measure of variation in fibre diameter expressed as a percentage. The CVD is
calculated by dividing the standard deviation by the average fibre diameter.
Coarse edge micron: The difference between the average fibre diameter and the finest extremity of the coarsest 5% of
fibres in the same sample.
Comfort factor: Percent of fibres in a sample that are less than 30 microns. Fibres greater than 30 microns in diameter are
generally responsible for the prickly sensation when worn next to the skin.
Spinning fineness: A measure of the spinning quality of a sample calculated from the fibre diameter and CVD.
Curvature: A measure of crimpiness in a fibre sample.
Staple length: A measure of the length of fibres in a sample.



